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If in doubt about any aspect of your specification please contact Resene.

Printed on environmentally responsible paper, which complies with the requirements of environmental management systems FSC Chain of Custody and ISO14001, using vegetable-based inks.  Please recycle.

Aesthetic
The gloss of a paint is essentially an aesthetic attribute, but with secondary technical implications.  The 
vast majority of paint binders are inherently somewhat glossy and uniform reduction of gloss requires the 
precise disturbance of the surface of the film, so as to diffuse the incident light on it.  By this definition 
flat paints are always rougher than glossier paints, even though this roughness is on a very small scale.  
Nonetheless this roughness and the way in which it is achieved affects the cleanability of the surface, 
the durability of the surface and the mechanical strength of that surface.

Durability
As a rule of thumb, within the same generic type of paint, glossier products will have more durability 
than their flatter counterparts.  The rate of drop off in the durability of exterior waterborne paints with 
decreasing gloss is much less than that of solventborne paints and while very useful lives may be 
achieved with low gloss and flat waterborne paints outside, solventborne paints of the same degree of 
gloss would erode very rapidly.

Gloss uniformity
Gloss is not uniform over the range of viewing angles.  Sheen paints may appear to be quite flat when 
viewed directly on (that is at 90˚ to the surface), but may have quite a high lustre when viewed along the 
surface.  This may be quite significant when painting long rooms or corridors, particularly those which 
have a light source at one end.

The chart below shows the relative levels of gloss between our decorative products as the eye sees them.  In 
other words, Resene Sonyx 101 has a gloss level halfway between Resene Lumbersider and Resene Hi-Glo, 
while Resene Zylone Sheen is halfway between Resene SpaceCote Flat and Resene Lumbersider.

Gloss levels (%) measured at 60˚

 Resene AquaShield

 Resene SpaceCote Flat

 Resene Zylone Sheen (Std or VOC Free)

 Resene SpaceCote Low Sheen (inc K&B)

 Resene Lumbersider

 Resene Summit Roof

 Resene Aquaclear Satin

 Resene Sonyx 101

 Resene Lustacryl (inc K&B)

 Resene Enamacryl

 Resene Hi-Glo

 Resene Aquaclear Gloss

 Resene Qristal Poly-Flat

 Resene Qristal Poly-Satin

 Resene Lusta-Glo

 Resene Super Gloss

 Resene Qristal Poly-Gloss

 Resene Polythane 

 1 2 3 4 5 6 7 8 9 10 20 30 40 50 60 70 80 90 100

Category 
Typical gloss terminology: Full gloss  85% – 100% 
 Gloss 60% – 84%  
 Semi-gloss  20% – 59% 
 Low sheen 5% – 19% 
 Flat  0% – 4%

1(iii) Gloss levels
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http://www.resene.co.nz/archspec/datashts/d601_AquaShield.pdf
http://www.resene.co.nz/archspec/datashts/d314_SpaceCote_Flat.pdf
http://www.resene.co.nz/archspec/datashts/d302_Zylone_Sheen_Acrylic.pdf
http://www.resene.co.nz/archspec/datashts/d311_Spacecote_Low_Sheen.pdf
http://www.resene.co.nz/archspec/datashts/d311K_Spacecote_Low_Sheen_K.pdf
http://www.resene.co.nz/archspec/datashts/d34_Lumbersider.pdf
http://www.resene.co.nz/archspec/datashts/d315_SummitRoof.pdf
http://www.resene.co.nz/archspec/datashts/d59_Aquaclear_Varnish.pdf
http://www.resene.co.nz/archspec/datashts/d30_Sonyx_101_Acrylic.pdf
http://www.resene.co.nz/archspec/datashts/d310_Lustacryl_WB_Enamel.pdf
http://www.resene.co.nz/archspec/datashts/d310K_LustacrylKitchenandBathroom.pdf
http://www.resene.co.nz/archspec/datashts/d309_Enamacryl_WB_Enamel.pdf
http://www.resene.co.nz/archspec/datashts/d31_Hi-Glo_Acrylic.pdf
http://www.resene.co.nz/archspec/datashts/d59_Aquaclear_Varnish.pdf
http://www.resene.co.nz/archspec/datashts/d52_Qristal_Polyurethane.pdf
http://www.resene.co.nz/archspec/datashts/d52_Qristal_Polyurethane.pdf
http://www.resene.co.nz/archspec/datashts/d33_Lusta-Glo_Enamel.pdf
http://www.resene.co.nz/archspec/datashts/d32_Super_Gloss_Enamel.pdf
http://www.resene.co.nz/archspec/datashts/d52_Qristal_Polyurethane.pdf
http://www.resene.co.nz/archspec/datashts/d53_Polythane_Polyurethane.pdf

